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Type \EICHE] Heat Treatment Hardness Delivery
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Surface Hardened 10 Working Days
SZ-SNG51 S45C - 57~62 HRC 10 BT/EH

MxL  NAAMS Code

R

2508 80 G512508
2510 100 G512510
2512 125 G512512

25 25 40
2514 140 G512514
2516 160 G512516
2518 180 G512518
3210 100 G513210
3212 125 G513212
3214 140 8 2 G513214

32 32 45
3216 160 G513216
3218 180 G513218
3220 200 G513220
4016 160 G514016

SZ-SNG51 M8 X 20

4018 180 G514018
4020 | 40 40 | 200 | 56 G514020
4022 225 G514022
4025 250 G514025
5016 160 G515016
5018 180 G515018
5020 200 G515020
5022 | 50 50 [ 225 | 70 G515022
5025 250 10 | 25 G515025
5028 260 G515028
5031 315 G515031
6320 200 G516320

63 63 80
6322 225 G516322

Further dimensions on repuest X u=unit
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MxL  NAAMS Code

6325 250 G516325
6328 280 G516328
6331 315 G516331
63 63 80 25 M8 X 20
6335 355 G516335
6340 400 G516340
6350 500 G516350
8025 250 G518025
8028 280 G518028
8031 315 G518031
80 80 100
8035 355 G518035
8040 400 G518040
8050 500 G518050
1031 315 G511031
SZ-SNG51 10
1035 355 G511035
100 | 100 125
1040 400 G511040
1050 500 3 M12 X 30 G511050
1140 400 G511140
115 | 115
1150 500 G511150
1240 400 G511240
1245 450 G511245
1250 500 | 140 G511250
1255| 125 | 125 | 550 G511255
1260 600 G511260
1265 650 G511265
1270 700 G511270

SZ-SNG51-NO.

X u=unit Visit us : www.hdw.com.tw
Contact : headway@hdw.com.tw
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